
July 2023

€/t
Semi- finished 

Products
Hot rolled Bars Wire Rod Bright Bars Wire drawn

Standard 22 30 32 68 60

Remelted 55 72 72 214 120

$/t

Standard 24 32 34 73 64

Remelted 59 78 78 231 129

* La surcharge énergie n’est pas incluse dans l’extra alliage publié sur la 2ème page ci-dessous.

* The energy surcharge is not included in the alloys surcharge published on the 2nd page below.

      UGITECH - STAINLESS - Energy Surcharge *



* hors surcharge énergie

* exluding energy surcharge

NF EN AISI Ex-AFNOR
Demi Produits

Semi Products

Fil Machine

Wire Rod

Barres laminées

Hot Rolled Bars

Barres TAF

Cold Rolled Bars

Tréfilés

Drawn Wire

4005 416 1019 1065 1111 1250 1250

4006 410 903 944 985 1108 1108

4006A 976 1021 1065 1198 1198

4016 430 1012 1058 1104 1242 1242

4021 - 4028 420 903 944 985 1108 1108

4029 420 F 1019 1065 1111 1250 1250

4034 903 944 985 1108 1108

4035 - 4037 916 958 1000 1124 1124

4057 431 1352 1414 1475 1659 1659

4057A 1398 1462 1525 1716 1716

4057G 1398 1462 1525 1716 1716

4062 1846 1930 2014 2266 2266

4104 1184 1238 1292 1453 1453

4105 430 F 1198 1252 1307 1470 1470

4113 434 1545 1615 1685 1896 1896

4114 Z8CDF 19-02 1973 2063 2153 2422 2422

4122 1485 1552 1620 1822 1822

4301 304 2692 2815 2937 3304 3304

4303 305 3243 3390 3538 3980 3980

4305 303 NF EN 1.4305 2692 2815 2937 3304 3304

4307 304 L 2968 3102 3237 3642 3642

4310 2532 2647 2762 3107 3107

4310 Sprinox 2696 2819 2941 3309 3309

4313 1869 1954 2038 2293 2293

4316 308 H / L / LT 3460 3617 3774 4246 4246

4332 309  L / LT / LM 4177 4367 4557 5126 5126

4337 312 3626 3791 3956 4450 4450

4362 2184 2283 2382 2680 2680

4370 307 / 4370M 2936 3069 3203 3603 3603

4401-4404 316-316 L 4285 4479 4674 5258 5258

4418 Z 6 CND 16.05.01 2435 2546 2657 2989 2989

4430 316 L5 / LT / LM 4850 5070 5291 5952 5952

4432 4608 4817 5027 5655 5655

4435 Z 3 CND 18.14.03 4837 5057 5277 5937 5937

4438 317 L 5836 6101 6366 7162 7162

4441 316LESR 5129 5362 5596 6295 6295

4460 Z 5 CND 27-05 Az 3047 3185 3323 3739 3739

4462 45N Z 3 CND 22.05 Az 3548 3710 3871 4355 4355

ARC45N WELDING 4888 5110 5332 5999 5999

4507 52N Z 3 CNDU 25.07 Az 4442 4644 4846 5451 5451

4509 430LNb/Exhaust 1222 1277 1333 1499 1499

4511 1121 1172 1223 1376 1376

4539 ARCB6N Z 2 NCDU 25.20 7850 8207 8564 9634 9634

4541 321 Z 6 CNT 18.10 2975 3110 3246 3651 3651

4542 Gr 630 Z 7 CNU 16.04 2133 2230 2327 2618 2618

4551 A347 M 3491 3649 3808 4284 4284

4560 2786 2912 3039 3419 3419

4567 304 Cu 2970 3105 3240 3645 3645

4568 17-7 PH  /  631 2435 2546 2657 2989 2989

4570 303 Cu Z 8 CNUF 18.09 2777 2904 3030 3408 3408

4571 316 Ti Z 6 CNDT 17.12 4292 4487 4682 5268 5268

4576 318 M 5127 5360 5593 6292 6292

4578 316 L Cu 4457 4660 4863 5471 5471

4615 201 Cu 2161 2259 2357 2652 2652

202 N 2058 2151 2245 2526 2526

4597 204 Cu 1713 1791 1869 2102 2102

244 Cu 2046 2139 2232 2510 2510

4763 446 Z 12 C 25 1187 1241 1295 1457 1457

4828 3496 3655 3814 4290 4290

4841 314 5009 5237 5465 6148 6148

4845 310 Z 8 CN 25.20 4995 5222 5449 6130 6130

4842 A310 5607 5862 6117 6882 6882

4909 Z 2 CND 18.12 4837 5057 5277 5937 5937

4944 Z 6 NCTDV 25.15 6235 6519 6802 7652 7652

IMRE 1973 2063 2153 2422 2422

Réceptionné Organism Control

ASTM A 838

UGITECH - EXTRA D'ALLIAGES* applicables à la Fabrication Usine  (€/t) JUILLET 2023

ALLOY SURCHARGE for direct sales from the mill (€/t) JULY 2023


