
August 2023

€/t
Semi- finished 

Products
Hot rolled Bars Wire Rod Bright Bars Wire drawn

Standard 27 38 41 84 85

Remelted 72 97 97 269 177

$/t

Standard 30 41 45 92 93

Remelted 79 107 107 296 194

* La surcharge énergie n’est pas incluse dans l’extra alliage publié sur la 2ème page ci-dessous.

* The energy surcharge is not included in the alloys surcharge published on the 2nd page below.

      UGITECH - STAINLESS - Energy Surcharge *



* hors surcharge énergie

* exluding energy surcharge

NF EN AISI Ex-AFNOR
Demi Produits

Semi Products

Fil Machine

Wire Rod

Barres laminées

Hot Rolled Bars

Barres TAF

Cold Rolled Bars

Tréfilés

Drawn Wire

4005 416 959 1003 1047 1178 1178

4006 410 846 884 923 1038 1038

4006A 915 956 998 1122 1122

4016 430 944 987 1029 1158 1158

4021 - 4028 420 846 884 923 1038 1038

4029 420 F 959 1003 1047 1178 1178

4034 846 884 923 1038 1038

4035 - 4037 858 897 936 1053 1053

4057 431 1262 1319 1377 1549 1549

4057A 1305 1364 1423 1601 1601

4057G 1305 1364 1423 1601 1601

4062 1722 1800 1878 2113 2113

4104 1113 1164 1214 1366 1366

4105 430 F 1125 1176 1227 1381 1381

4113 434 1466 1533 1599 1799 1799

4114 Z8CDF 19-02 1883 1968 2054 2310 2310

4122 1408 1472 1536 1728 1728

4301 304 2511 2625 2739 3081 3081

4303 305 3025 3163 3300 3713 3713

4305 303 NF EN 1.4305 2511 2625 2739 3081 3081

4307 304 L 2768 2894 3020 3397 3397

4310 2361 2469 2576 2898 2898

4310 Sprinox 2524 2639 2753 3098 3098

4313 1759 1839 1919 2159 2159

4316 308 H / L / LT 3280 3429 3578 4026 4026

4332 309  L / LT / LM 3958 4137 4317 4857 4857

4337 312 3451 3608 3764 4235 4235

4362 2039 2131 2224 2502 2502

4370 307 / 4370M 2781 2907 3034 3413 3413

4401-4404 316-316 L 4047 4231 4415 4967 4967

4418 Z 6 CND 16.05.01 2299 2403 2508 2821 2821

4430 316 L5 / LT / LM 4636 4847 5058 5690 5690

4432 4360 4558 4756 5351 5351

4435 Z 3 CND 18.14.03 4574 4782 4990 5614 5614

4438 317 L 5574 5827 6080 6841 6841

4441 316LESR 4874 5096 5317 5982 5982

4460 Z 5 CND 27-05 Az 2867 2998 3128 3519 3519

4462 45N Z 3 CND 22.05 Az 3371 3524 3677 4137 4137

ARC45N WELDING 4696 4910 5123 5763 5763

4507 52N Z 3 CNDU 25.07 Az 4253 4446 4640 5220 5220

4509 430LNb/Exhaust 1148 1200 1252 1408 1408

4511 1053 1101 1148 1292 1292

4539 ARCB6N Z 2 NCDU 25.20 7430 7767 8105 9118 9118

4541 321 Z 6 CNT 18.10 2768 2894 3020 3398 3398

4542 Gr 630 Z 7 CNU 16.04 2011 2103 2194 2468 2468

4551 A347 M 3324 3475 3626 4079 4079

4560 2603 2721 2840 3195 3195

4567 304 Cu 2782 2908 3034 3414 3414

4568 17-7 PH  /  631 2272 2375 2479 2789 2789

4570 303 Cu Z 8 CNUF 18.09 2595 2713 2831 3185 3185

4571 316 Ti Z 6 CNDT 17.12 4048 4231 4415 4967 4967

4576 318 M 4912 5135 5359 6029 6029

4578 316 L Cu 4219 4411 4602 5178 5178

4615 201 Cu 2018 2110 2202 2477 2477

202 N 1906 1993 2080 2340 2340

4597 204 Cu 1603 1676 1749 1967 1967

244 Cu 1918 2005 2092 2354 2354

4763 446 Z 12 C 25 1100 1150 1200 1350 1350

4828 3257 3405 3553 3997 3997

4841 314 4665 4877 5089 5725 5725

4845 310 Z 8 CN 25.20 4653 4865 5076 5711 5711

4842 A310 5296 5536 5777 6499 6499

4909 Z 2 CND 18.12 4574 4782 4990 5614 5614

4944 Z 6 NCTDV 25.15 5830 6095 6360 7155 7155

IMRE 1883 1968 2054 2310 2310

Réceptionné Organism Control

ASTM A 838

UGITECH - EXTRA D'ALLIAGES* applicables à la Fabrication Usine  (€/t) AOUT 2023

ALLOY SURCHARGE for direct sales from the mill (€/t) AUGUST 2023


