Swiss
Steel

Group

UGITECH - STAINLESS - Energy Surcharge * December 2023

Standard

Remelted

Standard

Remelted 71 96 102 307 199

* La surcharge énergie n’est pas incluse dans I’extra alliage publié sur la 2éme page ci-dessous.

* The energy surcharge is not included in the alloys surcharge published on the 2nd page below.
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Group

UGITECH - EXTRA D'ALLIAGES* applicables a la Fabrication Usine (€/t)
ALLOY SURCHARGE for direct sales from the mill (€/t)

*hors surcharge énergie

*exluding energy surcharge

DECEMBRE 2023
DECEMBER 2023

R || A ECAFNOR | S0 Pronuets | wie Roa | it Reled Bars. | o Rated Bars | orawnvire
4005 416 959 1002 1046 1176 1176
4006 410 858 897 936 1053 1053
4006A 916 958 1000 1125 1125
4016 430 952 995 1039 1168 1168

4021 - 4028 420 858 897 936 1053 1053
4029 420 F 959 1002 1046 1176 1176
4034 858 897 936 1053 1053

4035 - 4037 870 909 949 1068 1068
4057 431 1220 1276 1331 1498 1498

4057A 1257 1314 1371 1543 1543

4057G Réceptionné Organism Control 1257 1314 1371 1543 1543
4062 1638 1712 1787 2010 2010
4104 1101 1151 1201 1351 1351
4105 430 F 1113 1164 1214 1366 1366
4113 434 1415 1480 1544 1737 1737
4114 Z8CDF 19-02 1786 1867 1949 2192 2192
4122 1363 1425 1487 1673 1673
4301 304 2290 2394 2498 2810 2810
4303 305 2728 2852 2976 3348 3348
4305 303 NF EN 1.4305 2290 2394 2498 2810 2810
4307 304 L 2509 2623 2737 3079 3079
4310 2161 2259 2358 2652 2652
4310 Sprinox 2307 2412 2517 2831 2831
4313 1644 1718 1793 2017 2017
4316 308 H/L/LT 3090 3230 3371 3792 3792
4332 309 L/LT/LM 3706 3875 4043 4549 4549
4337 312 3332 3483 3635 4089 4089
4362 1909 1996 2082 2343 2343
4370 307 / 4370M 2649 2769 2890 3251 3251

4401-4404 316-316 L 3635 3800 3965 4461 4461
4418 Z 6 CND 16.05.01 2122 2219 2315 2604 2604

4430 316 L5/LT /LM 4274 4469 4663 5246 5246
4432 3909 4087 4265 4798 4798
4435 Z 3 CND 18.14.03 4092 4278 4464 5022 5022
4438 317L 5086 5317 5548 6241 6241
4441 316LESR 4412 4612 4813 5414 5414
4460 Z 5 CND 27-05 Az 2643 2763 2883 3243 3243
4462 45N Z 3 CND 22.05 Az 3081 3221 3361 3781 3781

ARC45N WELDING 4391 4590 4790 5389 5389

4507 52N Z 3 CNDU 25.07 Az 3948 4127 4307 4845 4845
4509 430LNb/Exhaust 1156 1209 1261 1419 1419
4511 1061 1109 1158 1302 1302
4539 ARCB6N Z 2NCDU 25.20 6569 6868 7166 8062 8062
4541 321 Z 6 CNT 18.10 2510 2624 2738 3080 3080
4542 Gr 630 Z7CNU 16.04 1902 1988 2075 2334 2334
4551 A347 M 3159 3303 3447 3877 3877
4560 2380 2488 2597 2921 2921
4567 304 Cu 2544 2660 2775 3122 3122
4568 17-7PH / 631 2084 2178 2273 2557 2557
4570 303 Cu Z 8 CNUF 18.09 2373 2480 2588 2912 2912
4571 316 Ti Z 6 CNDT 17.12 3636 3801 3966 4462 4462
4576 318 M 4552 4759 4966 5587 5587
4578 316 L Cu 3803 3976 4149 4667 4667
4615 201 Cu 1883 1969 2055 2311 2311
202N 1773 1853 1934 2176 2176

4597 204 Cu 1540 1610 1680 1890 1890
244 Cu 1806 1888 1970 2216 2216

4763 446 Z12C25 1102 1152 1202 1353 1353
4828 2930 3063 3196 3596 3596
4841 314 4143 4331 4519 5084 5084
4845 310 Z8CN 25.20 4134 4322 4510 5074 5074
4842 A310 4874 5096 5317 5982 5982
4909 Z2CND 18.12 4092 4278 4464 5022 5022
4944 Z 6 NCTDV 25.15 5131 5364 5597 6297 6297
IMRE ASTM A 838 1786 1867 1949 2192 2192




